
 

Figure 9 – Magnification of figure 8. Measurement of the single fiber. SEM image (60.000x).  

Figure 10 – Particles among fibers.  SEM-BES image (450x) 



 

  

 

Figure 11 – Chemical composition of filaments. EDS Spectrum. 

Figure 12 – Chemical composition of the two particles showed in side image. EDS Spectra. 


